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Abstract

The use of pultruded carbon-epoxy rods for the
reinforcement of composite laminates in some
structures results in an efficient structural concept.
The results of an analytical and experimental
investigation of repair concepts of completely
severed carbon-epoxy rods is presented. Three
repair concepts are considered: (a) bonded repair
with outside moldline and inside moldline doublers;
(b) bonded repair with fasteners, and (c) bonded
repair with outside moldline doubler only. The
stiffness of the repairs was matched with the
stiffness of the baseline specimen. The failure
strains for the bonded repair with fasteners and the
bonded repair with an outside moldline doubler
exceeded a target design strain set for the repair
concepts.

Introduction

The use of prefabricated pultruded carbon-epoxy
rods has reduced the manufacturing complexity and
cost of composite structures without compromising
structural efficiency. This concept of replacing
conventional unidirectional carbon fibers with
carbon-epoxy rods embedded in a syntactic adhesive
minimizes fiber waviness and increases laminate
stiffness and strength. The pioneering research and
development work for carbon-rod reinforced
composite structures was done by Bell Helicopter
Textron, NASA, and the Air Force and is outlined in
references 1-10. Before these carbon-epoxy rods
can be used in service, the repairability of alaminate
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that is reinforced with these rods must be investigated.

The main objective of this project was to demonstrate
that, despite their extremely high strength and stiffness,
carbon-rod reinforcement could be effectively repaired,
even if fully severed. The approach taken was to design
three different repairs, then build and test one specimen
of each in order to validate the design approach. A finite
element analysis was conducted using 3-D finite
elements and the predicted strain results are compared
with the experimental strains.

Symbols
A Area, inches?.
E Axial Modulus, Msi.
P Load,|bs.
ey Strain, in./in.

Test Specimens

In designing a repair for a fully severed carbon-rod
reinforcement, to be identified as arodpack in this paper,
it was evident that (a) a scarf repair was mandatory, and
(b) an aggressive scarf angle and high scarf bondline
stress were necessary. Both IML (Inside Mold Line) and
OML (Outside Mold Line) doublers were desirable, but
it was realized that an IML doubler might not always be
possible. Also, no analytical approach was able to
demonstrate whether bolting through the bonded scarf
and doublers would help or hurt the overall strength of
the repair. Thus, the three repair concepts were: (a)
bonded repair - uses all bonded or cure-in place
components and shall be identified as the bonded
specimen in the remainder of the this paper; (b) bolted
repair - adds fasteners along the centerline of the bonded
repair specimen and shall be identified as the bolted
specimen; (c) no-IML repair - bonded repair with a
different scarf angle and only an OML doubler (different
from (a@)) and will be identified as the no-IML specimen
for the remainder of the paper.
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The objective in realistic
structural repair design
is simply to restore
design ultimate strength.
Due to design
requirements such as
impact damage tolerance
and the limitations of
local design details, the
operating design
ultimate strains are on
the order of 3,500 m
in./in. for traditional tape
designs and no more
than 4,500 min./in. for
rodpacks.  Adding a
30% factor for statistical
and environmental
knockdowns, the target
design strain for al three
repairs was set at 6,000

min./in. The scarfed inserts were sized by matching
the EA of the removedrodpack and skin. The scarf-
to-rodpack and doubler-to-specimen
stresses were calculated using a strength-of-
materials method and a
assumption of adhesive material response. Limiting
the bondline shear stressto 4,000 psi (a much higher
alowable than is typically used), the scarf angles,
doubler lay-ups, and doubler lengths and tapers were
separately chosen for the bonded and the no-IML
repairs. The repair length was limited to 36 inches
which is atypical spacing of ribsin an aircraft wing.
As expected, the no-IML repair yielded a longer

scarf, larger OML
doubler, and more load
path eccentricity. For
the bolted repair, the
bonded repair
configuration was
used, and the fastener
guantity, diameter, and
pitch were selected
such that the fasteners
could carry al of the
load in the scarf
bondline.

The basic specimens
were fabricated on an
auminum IML tool
with an OML caul
sheet. The OML side
was bagged and the
parts were autoclave-

Carbon rods.
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Figure 1. Photographs of the baseline, bolted and bonded specimens

cured using the appropriate Bell Helicopter process-
specification. The baseline test specimen cross sectionis
shown in figure la. The skin is a [(45/-45),/0/90/(-
45/45),] laminate of IM7/8552 carbon-epoxy tape
material. The 1.0-inch wide carbon-rod reinforcement
(rodpack) is formed from four layers of IM7 carbon-
epoxy rods (Neptco, 0.067-inch diameter) embedded in a
syntactic adhesive (Hysol HC9872) and sandwiched
between layers of [ X 45] IM7/8552 carbon-epoxy tape
which extends over the skin. Each end of the specimen
is reinforced with a [ £45] tab for attaching the
aluminum load introduction fittings. This specimen will
be identified as the baseline specimen for the remainder
of this paper. A photograph of the baseline specimen

bondline

rigid-perfectly-plastic

OML doubler = OML doubler **
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Figure 2. Details of the bonded/bolted repair of carbon-rod reinforced laminates.
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with the aluminum load introduction fittings is
shown in figure 1b. The test section is 36-inches
long and the overall specimen length is 70 inches
not including the aluminum end fittings. The
aluminum fittings are bolted to the loadiing tabs.
The bonded repair and bolted repair specimens are
shown infigures 1c and 1d, respectively.

The simulated damaged rods and skin are removed
by machining through the specimen at the damage
location and then machining ataper in each direction
away from the damaged area. The simulated damage
and scarf was machined out using a numerically
controlled end-mill, but close-tolerance repair scarf
joints are possible for on-aircraft repair using
specialized jigs and grinding tools.

The wet-lay-up scarfed inserts that replace the
rodpacks and the skin plugs were fabricated in-situ
from dry carbon plain- and uni-weave fabric with
EA9390 resin. Details of the repair inserts are
shown in figure 2.

The inserts are cured using a double-vacuum-bag
debulk/heat-blanket cure process developed by Bell
Helicopter and the U. S. Navy for tiltrotor structural
repairs. This repair process yields virtually void-
free, high volume fraction laminates with
mechanical properties approaching that of prepreg.
Note that the hole due to full rodpack severance
must be closed in order to perform the wet lay-up.
One ply of glass fabric precured onto the IML (see
figure 1d) was used for these specimens (alternative
tooling aids would be required for an on-aircraft
repair). The [0/ m45/0/-45/(0/45/0/-45)3/0]s
IM7/8552 carbon-epoxy tape IML doublers and the

[0/45/-45/0/90/-45/ O]s or the [0/45/0/-45] IM7/8552
carbon-epoxy tape OML doublers were fabricated
from prepreg tape and fully autoclave cured prior to
installation on the specimens. These IML and OML
doublers were bonded in place with heat-blanket-
cured EA9340 paste and AF163 film adhesives,
respectively, simulating realistic one-sided-access
repair schemes.

Test Procedure

All specimens were instrumented with strain gages.
The gage layout for the baseline specimen and the
bonded repair specimen are shown in figure 3. The
baseline specimen has 38 strain gages and the
repaired specimens had 24 or 25 strain gages. The
specimen elongation was measured with a linear
variable displacement transducer (LVDT) measuring
the change in distance between the loading pins.

£

Baseline specimen - 38 gage s

All gage locations have
back-to-back gages

Bonded Specimen - 24 gages

Figure 3. Strain gage locations.

All specimen tests were performed at room temperature
and in the as-fabricated condition. The specimens were
placed between the clevises of a hydraulic test machine
and loaded in tension at a rate of approximately 10,000
Ibs/min. A video camera was used to monitor the
specimen during the tests. The load, strain, and
specimen elongation were recorded with a computer
controlled data acquisition system for each test.

Analysis

A linear analysis of the specimen response was
performed using MSC/NASTRAN (ref 11), Version
70.5, and 8-node brick or tetrahedron elements. Since

the specimen is symmetric in two planes only one-fourth
of the specimen was modeled. The finite element
models of the baseline specimen and the bonded
specimen are shown in figure 4. The models for the
repaired specimens do not include the adhesive used in
attaching the doublers. A perfect bond is assumed
between the cured in-place inserts and the basic material.
All the models include the composite load introduction
tabs and the aluminum load introduction fittings. The
aluminum fittings are attached to the loading tabs with
rigid links. The predicted displacement results for the
baseline specimen; the bonded specimen; and the no-
IML specimen corresponding to an applied load of 100
kips are shown in figure 5a. The effect of the carbon-
rodsin shifting the specimen neutral axisis demonstrated
in the figure with the out-of-plane bending. All
specimens deflect in the +z direction. The baseline
specimen has the largest out-of-plane displacement with
the no-IML specimen the next largest. The bolted
specimen has very little out-of-plane deflection at the
reinforcement but the skin deflects in the -z direction.
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The predicted x-direction strain

Test sTctinn

(e) for the baseline specimen, - 35in. —m
the bolted specimen, and the no-
IML specimen are shown in
figure 5b. The maximum g +
strain for the baseline specimen OML Doubler Léad miroduction
is at the edge of the skin adjacent | okl

to the reinforcing tab, very likely e

the result of the stiffness L:-z
mismatch between the laminate cl.,;'._, .
and the load introduction tab. LI A lu.q._:..,uh.,.
The maximum strain in the
repaired specimensisin the basic Y Garb.sod
specimen at the termination of s piias
the repaired area.

guarter model

Alurminum end fitlings

Test section of repaired model [ 45/ 45). /30N -45/45)]

Figure4. Finite element models of the baseline and repaired
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b} Predicted strain distribution in the x-direction

Figure5. Predicted displacement and strain resultsfor the baseline, bolted, and no-IML
specimens.
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Results and Discussion

The baseline specimen and the three types of
repaired specimens have been tested to failure in
tension and the resulting failure loads are shown in
column 3 of Table 1. Theload at first audible noise
from the specimen is given in column 2. The
computed mid-section EA properties are shown in
column 4. The computed strains (P/EA) at the mid-
section are shown for each specimen column 5.
Column 6 lists the far field strains at failure for each
specimen. Each specimen type will be discussed in
the following paragraphs followed by a comparison
between the specimens.

shown in figure 6a. The specimen mid-length strain on
the centerline of the stiffener appears linear to failure
while the strain at one of the edges (box symbol) of the
specimen drops at the load drop but the opposite edge
strain (triangle symbol) increases at the load change.
The results from strain gages located near the reinforced
end are shown in figure 6b. The effect of the rod
reinforcement on the section bending can be seen in the
difference in the strain of the back-to-back gages (filled
and open circles) on the centerline reinforcement. This
type of response can be expected when looking at the
predicted deflected shape in figure 5a. The strain in the
reinforcement also increases when the load drops. The
strain gages on the skin do not indicate any large

Tablel. - Failureloads and strain for carbon-rod reinforced specimens.

Specimen Load at first Failure load, EA, Strain (P/EA) at Far field strain
audible noise, kips. Msi-in?. specimen mid- (PIEA)
kips. length, min./in. min./in
Baseline 136 142.9 10.76 13,280 13,280
Bonded 44 85.6 17.06 5,017 7,955
Bolted 46 108.2 17.06 6,342 10,056
No-IML 77 78.5 12.48 6,290 7,296

Baseline Specimen The baseline specimen failed at
1429 kips of applied load (Table 1) with a
computed strain at failure of 13,280 min./in. This
failure strain in the baseline specimen is more than
three times a typical

bending. The strain in the gage with the open box
symbol (figure 6b) increases off scale when the load
drops which is a good indication that the failure initiated
in the area of the gage. To support this a photograph of
the failed baseline specimen is shown in figure 7, which

operating design Lyading tab

Lpading tab

ultimate strain for the s
tape material and more

oA _|. I

than two times the
target design strain for
the repaired
specimens. The first
audible noise was at
approximately 136
kips. of applied load.
A load drop from
137.7 kips to 135.3
kips is shown in the A
load-strain results
(figure  6)  before ol

150 -

Load,
kips
100 |-

Dpran symihals rear slde
Fllled symbods far slde

Open symisols near side
Filled sy nabols far sde

150 -

Load,
kips

increasing again to
failure. Thisload drop
is consistent with the
audible noise.  The
results for the strain
gages at the mid-length
of the specimen are

; 1 1 ]
—>10.005 l=—
Strain, in.fin.

a) Strain results at specimen mid-kength

Figure 6. Load asa function of strain resultsfor the baseline specimen.

¥ L 1 il
0,006«
Strain, inJin.

b} Strain results at specimen end
adjacent to loading tab
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Load introduction |
tab

|Strain gage|

Figure 7. Failed baseline specimen.

indicates that the specimen failed at the location of
the gage. The elongation of the baseline specimen
measured between the loading pins is shown in
figure 8. The slope of the experimental curve
between 50 kipsand 125 kipsis 193.5 kips/in. Also
shown in the figure is the computed elongation,
which has a slope of the 267.4 kips/in. There are
many variables that can contribute to the difference
between the experimental and computed elongation,
such asloading pin bending, attach fastener bending,
hole elongation, etc. The stiffness of the baseline
specimen is 72 percent of the computed stiffness.
The lag in the response up to 50 kips shown in
figure 8 isaresult of the slack in the test machine.

The computed strains are shown in figure 6 as
diamond symbols. The computed strains are within
11% of the experimental strains and compare well
with the experimental strains.

160 |

Load,
kips
100

s0 Experimenta

| 1
0.0 05 1.0
Specimen elongation, in.

Figure 8. Experimental and computed
elonaation of the baseline snbecimen.

gages along the centerline of the specimen. At 57 kips
the OML doubler delaminated between the first and
second ply as shown by the dropping of strain to zero at
the open circle locations in figure 9a and to a very small
strain at the quarter point as shown by the open circle
locations in figure 9b. At 70 kips a similar failure
occurred on the IML doubler where the strain (filled
circle in fig.6a) went to zero at the mid-length of the
specimen and the strain in the IML doubler at the quarter
point went off scale. The specimen continued to carry

Bonded Specimen The bonded TS e
specimen failed at 85.6 kips | | Ii--"-.---')l | | B H’“—-—+ |
(Table 1) and at a computed 100 e e b il i

strain of 5,017 min/in. at
failure. This failure strain is 84

. Load,
percent of the target design kips
strain  for the  repaired
specimens. The first audible
noise was at approximately 44
kips and continued at random
intervals until failure.  The

&0

Load,
kips i,

'
"
]
i
"
i
]
a

strength retention of the bonded ¢ Analysky
specimen is 60 percent of the = i [ R | R
baseline specimen. The load as —»  |e—0.008
a function of strain results are Strabn, inJin, Sarabn, in.fin.
shown in figure 9. The first :

a) Results at middength b} Resuls at quarter-point

noticeable change in the
response occurred at a load of
approximately 50 kips in the

Figure9. Load as a function of strain for the bonded specimen.
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Figure 10. Failed bonded specimen.

load until final failure as can be seen in the other
strain gages shown in figure 9. The specimen failed
across the end of the machined taper in the rodpack
as shown in figure 10. Analysis shows that the
strain in the rodpack near the end of the machined
tapered cut used in the repair doubles when the
doublersareremoved. The elongation of the bonded
specimen measured between the loading pins is
shown in figure 11. Also shown in the figure is the
computed elongation. It is impossible to determine
a stiffness for the bonded specimen since the failure
started near 50 kips and the machine lag effects the
results below 50kips. The progressive delamination
of the doublers can also be observed in figure 11 by
the load drops as the specimen was |oaded to failure.

The computed strains for a load of 50 Kkips are
shown in figure 9 as the diamond symbols. Good
agreement is shown between the computed and
experimental strains except for

100 Analysis

Experimental

1 1
0.0 0.3 06
Specimen elongation, in.

Figure1l. Experimental and computed elongation

of the bonded specimen.

at the quarter-point location starts to drop at
approximately 70 kip load and continues to drop until
failure. Strain in the IML doubler also starts to drop at
approximately 70 kips but at a lower rate than in the
OML doubler. Failure started in the specimen with the
bolts pulling through the tapered end of the OML
doubler as the IML doubler was failing in the tapered
end. The strength retention of the bolted specimen is 76
percent of the baseline specimen. Final failure was at the
end of the machined taper for the repair as can be seen in
figure 13. The elongation of the bolted specimen

the strain in the OML doubler at

OML doutbler  a

oML doubiler &

the specimen mid-length.

Bolted Specimen The bolted 120
specimen failed at 108.2 kips
(Table 1) and at a computed
strain of 6,342 min/in. at

failure. This failure strain is Load,
106 percent of the target design Hipa
strain  for the  repaired
specimens. The first audible

noise was at approximately 46
kips and continued at random

=2 e

Bien symbols re i eids
Filled syribols far sida

Gpen symbols fei ide

Fillzd syenbol = far Hde

intervals until failure.  The
strain increases monotonically
at the mid-length of the
specimen until the load reaches
the failure load. The strain in
the OML doubler (open circle)

Strain, infin

a) Resulis ot mid-length

Figure12. Load asa function of strain for the bolted specimen.

Strain, infin

b} Resulis at gquarter point
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Figure 13. Failed bolted specimen.

measured between the loading pins is shown in
figure 14. The slope of the experimental curve
between 50 kips and 100 kipsis 199.7 kips/in. Also
shown in the figure is the computed elongation,
which has a slope of the 325.8 kips/in. The
stiffness of the bolted specimen is 61 percent of the
computed stiffness. The start of the doubler failures
at 70 kips did not appear to effect the overall
specimen stiffness.

The computed strains are shown in figure 12 as the
diamond symbols. Good agreements are shown
between the computed and experimental strains in
the skin (triangles and squares) and are within 10
percent of the experimental strains. The computed
strain in the OML doubler at the specimen mid-
length is less than the experimental strain while
there is a good agreement at the quarter-point. The
analysis over

(Le=ilD

Analysis

120

Experimental

0.5 1.0
Specimen elongation, in.

Figure 14. Experimental and computed elongation
for the bolted specimen.

figure 15. The strain in al gages increases
monotonically until the load is near faillure. The
specimen failed at mid-length as shown in figure 16.
The elongation of the no-IML specimen measured
between the loading pins is shown in figure 17. The

predicts the strain in
the IML doubler at
both locations.

(=118 dnuhlﬂr ;

IHﬂ

CML doubler a

1

e

O pen symb ds
Filled symbols

_ 100
No-IML Specimen
The no-IML
specimen failed at
785 Kkips and a
computed strain of
6,290 min/in. at
failure. This failure
strain is 104 percent
of the target design
strain for the repaired
specimens. The

Load,
kips

50

Gpan symbals near slde
Fill el syl 5 Tar side

Thiraal & b

L
ar lde j00

Load,
kips

&0

strength retention of
the no-IML
specimen  is 55
percent  of  the
baseline. Theload as
a function of strain
results are shown in

Strain, in.lin.

a) Results at mid-length

Straln. in.fin.

b} Results at quarter point

Figure 15. Load as a function of strain for the no-IML specimen.
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Figure16. Failed no-IML specimen.

slope of the experimental curve between 50 kips and
75kKipsis 181.9kips/in. Also shown in the figureis
the computed elongation, which has a slope of the
237 kips/in. The stiffness of the no-IML specimen
is 77 percent of the computed stiffness.

The computed strains are shown in figure 15 as the
diamond symbols. Good agreement is shown
between the computed and experimental strains in
the skin (triangles and sguares) and are within 10
percent of the experimental strains.

Comparison of Concepts When comparing the
results of the repaired specimens to the baseline
specimen, consideration should be given to the
unusually high failure strain and failure strength of
the baseline specimen. As noted earlier the failure
strain in the baseline specimen is more than three
times the typical operating design ultimate strain for
tape material and more than two times the target
design strain for the repaired specimens. A better

m= -I-lL'E-_I-l_FE-:‘ ==

l—— Eim:_;atim—|

= Analysis

Load,
Kips

Experimental

0.0 0.5 1.0
Specimen elongation, in.

Figure 17. Experimental and computed
elongation for the no-IML specimen.

150
Load,
kips
100 |
50 =& RBaseline
=g = Bonded
=== Naiml
—%— Bolted
000 0.5 1.0

Specimen elongation, in.

Figure 18. Comparison of experimental
elongations for all specimens.

approach would be to compare the strain at failure in the
repair with the far-field strain (Column 5 and 6 in Table
1). The strain in the repair is 63 percent of the far-field
strain for the bonded and bolted repairs and 87 percent
for the no-IML repair. Comparing the repair concepts to
the target design strain indicates that the bolted specimen
and the no-IML specimen exceed the target strain and the
strain at failure of the bonded specimen is 84 percent of
the target strain. As shown in the previous sections the
strength retention of the repaired specimens varied from
55 percent to 76 percent when compared to the baseline
specimen strength. Again consideration should be given
to high baseline strength when using the strength
retention as design consideration for the repair concept.

A comparison of the elongation of each repair concept as
a function of the applied load is shown in figure 18.
Since the slopes of the curves shown in figure 18 are
very similar, these results suggest that the repair had
little effect on the specimen axial stiffness and these
repair techniques could be used in a stiffness critical
application with minimal impact.

Summary

Repair concepts for carbon-epoxy rod reinforced
laminates that have fully severed rods has been
developed. The three different concepts that have been
evaluated are: (a) bonded repair with outside moldline
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and inside moldline doublers; (b) bonded repair with
fasteners; and (c) bonded repair with an outside
moldline doubler only. One specimen of each repair
concept has been fabricated and tested. The bonded
repair with fasteners and the bonded repair with an
outside moldline doubler exceeded a target design
strain set for the repair concepts. The strain in the
repair at failure was 63 or 87 percent of the far-field
strain. The strength retention of the repair concepts
varied from 55 percent to 76 percent when compared
to an unrealistically high baseline strength.

The stiffness of the repairs are compariable to one
another and their use would have minimal effect on
a stiffness designed structure. The predicted strains
from the finite element analysis compared well with
the experimental strains.
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